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CERTIFICATE OF ANALYSIS Issue No 01 Rev. No. 0
Issue Date. 01/10/18 Rev. Date 0
DATE 20-08-2020
LABORATORY SAMPLE INWARD NO. 6780
CUSTOMER NAME ASIAN POLYTRADE CO.,LTD.
WORK ORDER NO. 101
PORT OF LOADING MUNDRA
PORT OF DISCHARGE PAT BANGKOK, THAILAND
GRADE/ BAG MARKINGS IBECO-120i
PACKAGING 25 KG
TOTAL QUANTITY 54 MT
VEHICLE/ CONTAINER NO. 02
S. No. | Test Parameter uom Specification | Test Result® Ref. Method
1 Barrel Yield BBL 120 min 125 Internal
pi Dry Fineness (passing from 200 mesh) | % 75.0 min 77.2 1S 12446
3 Wet Residue (greater than 200 mesh) | % 3.0 max 2.09 AP 13A
4 Filtrate Volume (7.5 min @ 7 bar) mL 11.0 max 10.3 API113A
5 Marsh funnel viscosity(5% suspension) | sec 40 min. 45 internal
6 pH value {5% suspension) - 9-10.5 9.45 internal

*Remarks: Test results obtained are under standard lab conditions.

Judgement: With respect to the results of the above mentioned analysis, this sample complies with the
buyer required specification.
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